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MgCO3+Mg(OH)2Material: P6 5mm 20min

Dispergierung: Wasser + 0,1% Na4P2O7+30s Ultraschall

............................................................................................................................................................................................

............................................................................................................................................................................................Automatische ModellerkennungBerechnung

Methode Serien Nr. 22.2000.00/90771Wet

60,00 %Strahlabsorption Pumpe8,5 %

- Zellpositionen0,10 µmMeßbereich 53,10 µm 1

An51Kanäle Ultraschall

090075100Scans Prot.-Nr.:
____________________________________________________________

01-30µm5-99%
Obere Kornklasse [µm] Q3(x) [%]Q3(x) [%]Obere Kornklasse [µm]

0,360 5,0 0,00,120
0,20010,0 0,90,523

0,692 15,0 0,300 3,3
9,30,5000,881 20,0

22,91,096 1,00025,0
32,91,50030,01,339

1,622 35,0 2,000 40,8
40,01,944 52,83,000

2,318 45,0 4,000 62,1
5,000 69,42,743 50,0

55,03,218 75,46,000
3,754 60,0 7,000 80,3
4,381 84,48,00065,0

9,00070,05,079 87,7
5,922 90,475,0 10,000

15,00080,0 97,66,925
8,155 85,0 99,620,000

100,025,00090,09,825
100,030,00095,012,459

17,521 99,0


